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£16.04.07

nutes of meeting held on 16.04.2007 Between mukand steel represented by
0.P.Singh DGM (SMS)&BAJAJ ASSOCIATES BANGLORE represented

by Mr. Naresh Bajai managing partner.

da : TO review the results of Bajmull D60Cast V/Ss AlZo3 70%bricks.

) The back up lining being practiced at Mukand steels 1td hospet with A1203 bricks with
main working line of MAG Carbon bricks

) The outer shell temp of ladle are use allay at slag zone varies from 250 Ct0 320 Cand
“/Metal zone between 26010295 C .

) - Bajmull D60Cast have been applied in ladle no,12 replacing A203 70% at back up
Lining ,the results are encouraging the temp at slag Zone at metal Zone are212Cw0228C

respectively.
—

The temp recorded at different Jadles are being mentioned below.
Ladle | Life Slag | Metal
no. zone zone
91/44 250 o 260 Q. AI203 After 20mint temp taken
70%bricks
- 390/315 | After 10mint temp
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